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AT&C TECHNOLOGIES (SHENZHEN) CO. LTD

Salt spray test report

Item name FPC ANT Item type ATC-1339 models A3320
The
: Number of The
experimental |[Salt spray test i tems 9 pcs ywawnks inwe Ren Kangyvong
class
The LT o ;
; Sample reliability verification
experiment

Fimental condif

Brine concentration for 5 plus or minus 1%, salt water barrels and
the temperature of the laboratory to 35 + 2 ‘C, saturated air barrel
temperature to 47 + 2 ‘C, PH: 6.5-7.5 KGF/ecm2, spray quantity: 1-2
ml /1 hr / 80 cm?, test time 48 h.

Specific reference GBT 10125-1997 standard

Note:

The
experiment on

{Inspection standard for plated parts)

The equipment
used:

Salt spray test chamber

The experiment]

er the experim

- .y

The
experimental
conclusion:

After the test, clean water was rinsed and the surface of the

shrapnel was not oxidized, discolored or blackened for 2H;

Tester/date: ren kangyvong 2022-11-06

Audit: lei yuanxiang

Table number: ATCSI-6-170320-003




AT.lll
&C Packaging method

PE bag packaging, product emission neat, uniform quantity

Picture: Outer box "I" seal, QC
PASS seal on the left side of the
outer box, sealed without exposure.
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PART LIST

The packing drawing is schematic diagram, which does not mean that the picture is the actual produc
tand the actual shipment is the standard.

NO DESCRIPTION QTY MATERIAL REMARKS REV.
1 ANTENNA 1/1000 N/A A
2 PAD OUT 1/4 SW AZ 5T N/A A
4 CARTOON BOX - SWAZ 5T N/A A
5 PACKING TAPE - PP N/A A






